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 SECTION 300 
 
 STREETS AND RELATED WORK   
 
 
300.01  GENERAL 
 
The contents of this section pertains to the construction activities, as related to streets, alleys, curbs and gutters, 
drivepads, median paving, and sidewalks. 
 
300.2 CONTENTS 
 

Section No.                        Title                                                                           
 

301  Subgrade Preparation 
302  Aggregate Base Coarse Construction 
304  Lime Treated Subgrade and/or Subbase 
305  Cement Treated Base 
306  Bituminous Stabilized Base and Surfacing 
307  Plant Mixed Bituminous Treated Base Construction 
308  Natural Gravel Surfacing for Unpaved Roadways 
320  Utility and Monument Access Cover Adjustments 
328  Quite Asphalt Concrete Pavement 
329  Plant Mix Seal Coat 
330  Asphalt Emulsion Slurry Seal 
331  Asphalt Concrete Overlay 
332  Heater-Remix Resurfacing 
333  Fog Seal Coat 
334  Seal Coat and Chips and Precoated Chip Seal Coat 
335  Paving Fabric Installation 
336  Asphalt Concrete Pavement 
337  Portland Cement Concrete Pavement 
340  Portland Cement Concrete Curbs, Gutters, Walks, Driveways, Alley 

Intersections, Slope Paving, and Median Paving 
341  Extruded Asphalt Curb 
342   Soil Sterilization 
343  Removal and Disposal of Existing Pavements, Curbs, Gutters,  

Sidewalks, and Drivepads 
344  Cold Milling of Pavement Surfaces 
346  Textured Concrete 
347  Brick Sidewalk 
348  Brick Pavement Surface 
349  Concrete Curing 
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